INSPECTION CERTIFICATE FOR FURNACES.

WILLIAM BEARDMORE & COY. Lm.

Parkhead Forge Rolling Mills
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To um8sRS. THE NORTH EASTERN MARINE ENGINEERING CO. LD,

SUNDERLAND ENGINE WORKS. . SUNDERLAND .

M‘N. & G., 4/3/16.

Tested and Inspected by . .. 11.0¥D8

Representatives at our Parkhead Works,
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and Material and Workmanship found satisfactory.
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LI.0YDS Signed Certificate’ for

the Mechanical Tesls of the Plates attached herewith,
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