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g For the information of Surveyors and the Oommit"teeyon/w"
BReestved at___ Office in
Ylopd's Register of Bhipping.
(Report on Vessel No. Port )

No. 862 SHIP RoRe&NeSx@R CASTINGS.

I have to report that the undermentioned BERXEK Steel HXTHEZXLX
Castings, manufactured by Wessrs. Deutsche Werke Kiel A.G.
of Kiel jor the Vessel No. 228 | peing built
by Messrs. Deutsche Werke Kiel A.Gof Kiel
have been inspected by me as set forth below and found to be, 5o far as can
be seen, geund and free frem surface defects.
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erial” R A b S ) OsHao steel. . [
v made . i.v cast _ cast
mnealed ...yes : \, yes 3 ves :
wxsmy Weight . 96.~ kgs 248.~ kgs 526.~- kgs
gress on Inspection .. Wamachimed unmachined ... unmachined...
@ when Inspected :19/9/33 ; 19/9/33 &P T r
y
CASTINGS. : '
gts on Standard Test an 798" | BN .798"
Pieces. |
% 49 ,~ kgs/ md 1. 80.8. _ksa,/m.z
Extension per cent. ... el : 2903 % : : 28."’ %
d Bending Test— 1
Angle before fracture i : ! 120 d'e.grq : SOOd e : 120 d.gr .. g..d ...... :
Lo ot wemded® yem fwes

Height from ground ...

nmering Test— [
If made according to Rules | J'@8 ves . e W
and found satisfactory ...}

SKETCHES OF FRAMES SHOWING POSITION AND DESCRIPTION OF WELDS OF FORGINGS.

Fee (if any chardeable) £
To be paid ot Hemburg

If of Iron, state whether scrap or puddled Iron. If of Steel, state whether made on the Open Hearth, process.
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