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CASTINGS.

[ I have to report that the undermentioned Xmmxex Steel Rorvimdxxr
| Castings, manufactured by Messrs.Ruhrstahl A.G.Stahlwerk Krieger
for the Vessel No. 530
by Messrs.Workmann Clark & Co. Ltdaf Belfast
have been inspected by me as set forth below and found to he, so far as can
be seen, 1 gtexn frame and 1 propeller bracket sound and free from

surface defects.-

For the information of Surveyors and the Committee only.
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Diisseldorf 30th March 1933.
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SKETCHES OF FRAMES SHOWING POSITION AND DESCRIPTION OF WELDS OF FORGINGS.
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F of iron, state whether scrap or puddled Iron.

If of Steel, state whether made on the Open Hearth process.
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