»

AMERICAN BUREAU OF SHIPPING

DECEMBER 2, 1949

3 Date.
'- ?
o ~ REPORT ON CASTINGS OR FORGINGS | rw~
| 49=18652-137 INTENDED FOR PITTS BURGH
Eif"“"’ s smarrene s V,,_,_‘_‘,W_ ST “SHIPYARD HULLNO,
| o W s e .
| iR \""“ﬁ“"—“}sﬁﬁm BUILDER | WORKS ENGINE N0, o
B ELLIOTT co., JEANNETTE, PA,
] R et PURCHASER “PURCHASER'S ORDER NO,
g ELLIOTT €O, , JEADWETTE, PA, 54848
%%gmjm“’“““ T ~ MANUPAGIURER AT | MANUrACTURERSNO— ———
3149 UNIVERSAL-CICLOPS STEEL CORPCRATION 5 5
3 s PA,
D (;33 'I'Nvgcllsvg TILER P, PROCESS OF MANUFACTURE SEevan ANNEALED | WEIGHT e
[EE NOTE BELOW UNILOY 1409 STEEL BARS "
HEAT TREATED
LA ,
PIECE HEAT Test Piece | yiqiq Point Tensile Strength| % Elong. % Reduction
U NUMBER | NUMBER | Area PSL ll : | e 5 8na =
018
‘_ Spee, 834 70000 | 100000 | 20.0
§ rr. or = |B2a72 | ,200 |77500 | 112300 | 23.0
12" x 840" 8TEEL
R STOCK FoR
RBINE BLADES
P 76-75039-3 sPEc,
16=75038-5 MATER]
. 1G-75038-6
- K »
SPEC .- 355.13 25/.80 11.5/
EMT b s 0093 05.2 1109
NOTE~- THIS MATERIAL MADE INTO TURBIWE BUCKE NOTALLATION
STACE WHEELR OF MALIK | PROPULSION TURBINE OF° ABGVE VESSEL| MATERI
ERGLAND AND| THEN D, UJED TOGETHER H OTHER TESTED 31¢
& COMPLETE ¥ ROTOR |COVERED pis f ; H344T i
rticulars of Drop Testi g. Slinging and H ing.
JASKE:  PINISHED BLADES SURPAGED AD ACCEPTED,
nas
The above.__.._.-i._‘.t._'_l_';:ﬂ ______________________________ H&¥E been examined and tested
byz.h‘ "‘Ef‘”qn:j)w’mrmg _requirements and hu; %Sbo.vu far as could(\ be good r ﬁ
> 7 Aerung
LI CHTEF SURVEVOR | l~vAle Bia g IS'[GB g
he condition that it is understood and agreed that neither the Bureau nor any of i*‘s"(:’on}nfi’tgxs Mn( er e =

uracy in any report or certificate issued by this Bureau or

d responsible for any inacc
f judgment, default or negligence of its Officers,

ion of the Bureau or for any error o

f

orrigation

805048 b0 ST i ~61 56



