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(% ,§ ua‘
Sm E
Lﬁm B [TEM  =FLANGED JOURNALS 3-CRANKPINS 2-JOURK ALS
| 18-COUPLIEG BOLTS
Se g
P82, |
F%fé: Identification No. LLOYD*S5 ROT. nos. §33-027-828-871
*E g‘g Surveyor’s Initials. Je¥eSe
53 : R
S Materials. 3.i.ateel
B w
4 b, ad
= g > How made. org
“ no
%5’."6 Heat treated. Yes
Est
g 5§ Dimensions. -
'Sf g Weight. -
f f E Progress on Insp. Finished machined
© T o
g2 » 1.7 ' g P lio. ¢ P.No.!
g §:. Yield ke per sq. Teleno.833 T.P.lo,827 T.P.Ho.B28 T.P.No.8T1
. g ag Bite 30,4 2?08 31.0 32.9
; ‘“Eé Ult. Xge per sq.
IR = W 47.7 41.1 5545
E5EZ Elong. % on 50 mm. 30,0 35.2 37.0 32.2
g B o
g%é‘g‘ Reduc. of Area %/, 51.3 59,7 57.0 49.4
2955 Cold Bend. 180° 180° 180° 180°
PR
g8~2 Brinell -
Fihd
E & Izod i
{f3y
s 8 S Final date. 16162
N n A
iy
3 §-§'mu Date of approval of chemical analysis, physical properties and heat treatment in the
LR 8E case of special steels for reduction gearing forgings.
28 65

Other ftests:

Fee :

‘Date | 22-6=62

Expenses :

*Delete where not applicable. - A (
Rpt. 6 (Ship & Eng). [TURN UP

oo STHE- cuSI3q - ok g



