7 For the information of Surveyors and the Committee only.

e i e L Ofice; . 0 . b

: Llopd's iRegmtzr nf §b1ppmg
-S Report on Machinery, No... S -.Port....
£
: (5710
5 No (27%% ENGINE FORGINGS—6R- CASTINGS.
i1 '
§'§ 113 I have to report that the WKMCastmgs as herein descmbed manufactured
= & »
2 py..Tubsl. Cain. Found.m....éa...ﬁ.: SO Gl :

g aired e

; for the Engines No.....~... a%mm:d by.Messrs. Cammell,

of.... biverpool ~-for the SpeNo. . . Hu@bwm;
E W "BOme oppe e f-
g have been inspected by Yy me as set forth below, and found to be, so for as can
E - be seen, sound and free from defects. These have been despatched toL‘iNl’le-
on Forgings-er Castings.
Elopd's . ' il

No.. 5730- 1-12-13

?1.9‘24.5 ...........

G .\Qm.x’:‘—-“"ﬁﬁ\ SR
GBANK SHAPT. PEFURICEIEARCK INTERMEDIATE SHAPT,
I+ main engine
cylinder liner
FLYWHEEL SHAFT.
! TR e
. ... Cast iron
ade ... s 4 , oss. [
lealed Bl I’ !
imensions | . : l
; Weight I« e [
, Castings .. o 54
BS on ;
Inspection, .. ol Mao]—ﬁ ned.. & . tested .,
|
T RESULTS. ‘
te Tensile. |
per sq. in.. ! oA
pint. !
per sq. in., | LR )
on per cent
..inches. f ........ LR
%Area oo # gere el 0 L
?ding Test. .. G . Ll so. g e
hen Inspected steSept, 19&5L ...........

PARTICULARS OF OTHER TESTS APPLIED TO CASTINGS:—

Liners tested to 1000 1bs per sq.inch hyj‘dra;.zfiicmprpfgssam?

; [ any chargeable) fl}..th; To be paid at ........ G

il lvmi;ght irom, state whether piled bars or scr. rap. If of steel, state Wbether mad@ bytlze 0?0;1 H@dz} ﬂmcé&. |

) }
(MADE AND PRINTED 1N ENGLAND. ) : ’K :

006281 - ooe'vu on,?. o



