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sir, 1EC

I%f%gﬁ%o acknowledge the receipt of your letter of the 18th

instant asking for particulars of test of anchors & I have pleasure

in furnishing you with same at foot:-

c lbs
Cert No. 63876 .Hall's stockless anchor (Cast steel head) 8.&&1'.
¢ g lbs
Proof strain 10 17 2 0, length of shank 4'11", length of arm
2'43", diar of trend 5-5/16" x 4-5/16",

! C g lbs
No. 63875. Hall's stockless anchor (Cast steel head) 8.2.13, Proof

Strain 10f tons, length of ahan& 4'3", length of arm 2'43}", diar of
trend 5-5/16" x 4%",

No. 68883. Hall's stockless anchor (Cast steel head) g.f;%gf Proof
strain 10§ tons, length of shank 4'74", length of arm 2'5", diar of
trend 58" x 43"..

I am, 8ir.

Your obedient Servant,

SN
o oo

FcA-NhyHG, Esq- 3 .«:"‘/’

Lloyd's Register of Shipping,

London,E.C.

006853-006867-018)
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