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the undersigned Surveyor to this Society did at the request of
Messrs. Vereinigte Stahlwerke A.G. Dortmunder Union of Dortmund
test on the 17th Februaiy at their worksSesiesss«2:905 kg Siemens-~
Martin Steel Rivet Bars, ordered by Messrs, Harima Dockyard & Cos

of Maba.

Results of tesis.

Charge No. Sample HNo. Tensile ten. Elongation
kgepssgemm, in 8xzd

825 15 46,2 27,5%

16 44,8 25 ,0%

960 13 46,3 33,0%
Crushing and bend tests satisfactory.
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3 Sulphur prints have been made in the presence of the undersigned

Identification marks: Charge Ho. and

and were found to be satisfactoxy.

Signed advice note attar.ohea.f

Sarveyor to Lioyd's

This Certificate is issned upon the terms of the Rules and Regulations of the Society, which provide that:—

“While the Committee use their best endeavours to ensure that the functions of the Society are properly executed, it is
to be understood that neither the Committee nor the Society are under any circumstances whatever; to be held responsible for
any inaceuracy in any report or certificate issued by the Society or its Surveyors, or in any entry in-the Register Book or-other
publllicastion of ’bhe Society, or for any error of judgment, default, or negligence of the Surveyors, or other Officers or Agents
of the Society.” o AR ‘ : R e
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