@his is to @ertifp cha

J. L, WILSOR,

i the undersigned Surveyor to this Society did at the request of
vy ¥ ; liesars ., Stewarts & Lloyds 1td., Birmingham, attend at their Cooubs
N Wood Tube Worke on the 9th June, 1043 and subsequently for the

X purpose of inspesting Six S0lid Drawn Steel Steam Pipes to drawi
&% Hoes11551, made to the order of liessrs, C,D, Holmes & Co, Ltd,., Hull
‘P 4 their order No.Mel647, Contracts Nos, J.2731=3<6-TeDwdl, (1673wl

Swlwwi)

Tensile, flattening and expanding tests were selected from the
tubes and carried out with satisfactory results as detailed below:e

Tensile Tons Elong .% Flattening and
per sq. ineh, in 2" Expanding tests,
£ 28,6 3740 satisfactory.,
ﬁ The Pipes were examined and gauged before and after bending
§ and as far as could be seon were sound end free from defects.
1 The Pipes were fitted with flangee on one end only and were
@ not esamined under hydraulic test, and for identification parposes
1 wore stanpedie JLW
Surveyor to~Ployd's Register
of Shipping.
Fees, £ls 1, 0,
Z08 . s Do

This Certificate is issued upon the terms of the Rules and Regulations of the Society, which mwdq tbaﬁ = |

% “While the Committees of the Society use their best endeavours to ensure that the functions of the Society are properly
bxecuted, it is to be understood that neither the Society nor any Member of any of its Committees is under any circumstances

whatever to be held responsible for any inaceuracy in any report or certificate issued by the Socie its Surveyors, onin any -

2ntry in the Register Book or other publication of the Society, or for any error of Jjudgment, default EE@V* ﬁm’Rﬁg (

mittees or any Member thereof, or the Surveyors, or other Officers or Agents of the Society.
t. 10.) 10m,842.  (MADE AND PRINTED IN ENGLAND.) - — , B 5 %[ ;
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