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§g I have to report that the wundermentioned IFomEIm Steel Fordings oand
53 Castings, manufactured by lMessrs. Mitsubishi Zosen Kaisha, Litd.,
i of DNagaseki Works. for the Vessel No.& 1 2 , being built
E; by them. oz
S: have been inspected by me as set forth below and fownd to be, so ]‘m as can
‘ be seen, sound and free from defects.
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- S G O O R ; Ru&der Arms
STERN FRAME RUDDER ERAMNE .
Material® e  Torged Steel.  Cast Steel.
R .o e Openlennih . 09l SAENw.
Dimensions * Ampverviem. . . An Dver miswm. .
% Progress on Inspection ... s o An%g%%gdmgeﬂ}{%i‘ An%e }12(1[5%3%?
Date when Inspected ‘( e AS=1R-R0 t0 18-8-08 9-7'-2513013-5-25 .
CABTINGS.
Tests on Standard Test
Pieces.
Tensile Test—
Tons per square inch sy : e 28n8 &2 29 -6 tons i 28 .4t029.6t0n3
Extension per cent. ... 5195&50,2% 56-8 tO 38'5%
Cold Bending Test-- 0 0 0
Alwmoﬁnctuu .............................................................................. X 180 126 to 127
Drop Test—
Height from ground ... SERE A s e s ol S e s s ’ 10feet‘
Hammering Test—
If made according to Rules | Yes
and found satisfactory ... | i
SKETCHES OF FRAMES SHOWING POSITION AND DESCRIPTION OF WELDS OF FORGINGS.
= . Fee (if any charseable) £
To be paid at , VA s hedisie

W,./f of Iron, state whether serap or puddled Iron. If of Steel, stale whether made! «m: tf/wﬂpenH»ea/Uw 1.7/0@9$8
009L2-009624-01b0D




