For the information of Surveyors and the Committee only.
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OR CASTINGS.

I have to report that the undermentioned Iron or Steel Fordingds or
Castinds, manufactured by Messrs.Sdad.E.de Construccion Naval
o/ Reinosa for the Vessel No. 34 , being built

by Messrs. Corcho e Hijos of Santander
have been inspected by me as set forth below and found to be, so fa,r as can

be seen, sound and free from defeets . . @ —

be struck out a8 may be reguired.

| Mark AR Crstings.
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« The words FORGINGS or CASTINGS, IROGN or STEEL,

| No0.271&272 :
‘ 2-6*33 GeDe SHAFT BRACKET BILBAO
' Starboard a3 :
| Material®* e e B eeusal DT
|
 How made oo BN BEesl. ... Umes . :
 Dimensions s . BN seeh. ...
" Progress on Imspection ...  @s Cast ol e -
{Date when Inspected { o A=6=33n & . 2=6=33. ..
CASTINGS. |
Tests on Standard Test f
Pieces. !
Tensile Test—
‘Kél'gmper SOUATE el “'9 pidy ey 48;.9 R R e
Extension per cent. ... ..34 ol Lo oRiEa e i e el L e
Cold Bending Test— j |
’ Angle before fracture : 1202 G dhlics 1200 G .. S Lo
Drop Test—
Height from ground ... e 12': 0” R 12!"0" e

E.Hamrnering Test—
1f made according to Rules | o Yes .. e Xee
and feund satisfactory ... !

SKETCHES OF FRAMES SHOWING POSITION AND DESCRIPTION OF WELDS OF FORGINGS.

Fee (if any chargeable) £

To be patd at

4 * [f of Iron, state whether scrap or puddied Iron. If of Steel, state whether made or) the Opéen Hearth' process.
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