THE STEEL COMPANY OF SCOTLAND, LIMITED.
Test Room Sheet (%’wﬁ;‘/ Works, the 2.7 ':‘(/ day of ér/m/ 18/4

SIZE OF SAMPLE. BREAKING STRAIN. EXTENSION, CONDITION. INITIAL STRAIN. Si1ZE 0F FRACTURE.
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