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TESTS OF BOILER STEEL
Tests of /  Steel -«'%mm/1/'/(,('///,,/'()(/ by %MMJ-/W@/U/MM
jor Boiler No. 2@6— to be constructed /),/M :
for e ok R S /}””..?592 3 '
L] Date first visit '//47(1% visit No. of Visits

The spec z/mr/ i the ace ompa,m/um oopJ 0/ Aduvice Notes were rolled from

chardes. The tensile test has been applied to smples as set forth bglow,
and the temper and bending tests VL &4@74 %
Aa/a%a%m'f TR ,

-4 ¢ | |
Charge Dimensions. Ultimate Stress. || Exten. |

Purpose. in { Remarks.

plate and
test picce.

Thickn.| Brdth.| Area Total. | Sq.Inch. | 8 ins.

o/
Ins Ins Ins. Tons Tons, /o

» )
/ /7-2/%44%)‘/7/‘4%1; 4d 78 HE A 2 f; 2820250

The number of plates or bars included in a rejection must be clearly stated.

7
Fee ... £ : ; (_%,

Expenses £ Surveyor, Lloyd’s Register,
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