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TESTS OF BOILER STEEL

Tests of..2... Steel ./p/aoa/m//.///ar'////wl by % e . ofiiie
%(}ilm' No. A3/ to be constructed 7)/{72'%&(&{/ﬁﬁf Ay of %@ sz
Jor TemE
Date first visit  Zzeal . last vistt Jd 4«; M . of Uisils. /.
The Zdiz s/)((///u/ in the accompanying copy of d(//'/c{\ otes wererolled from
Loee  charged. The tensile test has been applied to . Lers.... samples as set forth below,
and the temper and bending tests. _ﬂ//,/aa, L. 2 /‘/o/
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The number of plates or bars included in a rejection must be clearly stated.
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Expenses £ . : Surveyor, Lioyd’s’ Register,

£ 5 : To be paid Z)I/{i/ < ﬁ/b
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