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TESTS OF BOILER STEEL.

Tests of S/(’/’Zcéazummm/oufu/ ed, Dy /{@Ma&, Lo b rur /“1 of

Jfor

Jor Boiler No. 90—1/ to be constructed, 7)//&«&/6 A awtbsrm 167 Offa/lea/kuu(

Date first visit l;l,é W Zas/ Vst .4 KBS . No. of visits 3

:
The m ede S/)CGLﬁ(’(Z in the C((r()m,])cm////(/é (,()pJ of Advice Notes were rolled Jrom
g charges. The tensile test has been (/pp]u,(/ to. d° samples as set forth below
: low,
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Expenses £
£

When a second test is applied, the result should be recorded immediately below the record of tihe original test.
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