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TESTS OF BOILER STEEL.
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Date first visit. .z 4y iz last visit.... z 0> No. of visits ==

The . . e L specified in the accompunying copy of Advice Notes were rolled from
mnenbe COTZES.  The tensile test has been applied to .. /. samples as set forth below,
and the temper and bending testam/z/ré‘_d 5 caed -~ bl L i
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No. of plates
or bars in

same chargs

; . | :
Dimensions. || Ultimate Stress.
|

Purpose. Remarks.

Thickn | Brdth.| Area. | Total. |Sq. Inch.

Mark on
plate and
test piece.

Ins, Ins. Ins, Tons. Tons.
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