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For the information of Surveyors and the Committee only.

Reoceived at ... _Offiee,...

Zlopd's il%zgxﬁt.er nf %hx:ppmg

- f , :
(Report on Machinery, No...* % Port ‘&

No. 2412 ENGINE EORGHNGES0OR CASTINGS.

I have to report that the Forginds or Castings, as herein described, manufactured

by Messrs. Head, Wrightson & Co. LEd., . .. of .. Thornaby

may be required.

for the Engines No....~. .  being constructed by. -
of @ o - mgithe Ship No. B8 heing buill by
Messrs.Wallsend Slipway & Engineering Co.Ld.of.

have been inspected by me as set forth below, and found to be, so far as can

be seen, sound and free from defects. These have been despaitched to

The words FORGINGS or CASTINGS should be siruck out as

_Wallsend-on-Tyne

Mark on Fereswss—ei-Custings.
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Material *
How made ...

If Annealed ...

Dimensions,Forgingsé .............. S q .......... .
Weight, Castings ... A e g 8 0

Progress on %
Inspection

Tests on Standard |
Test Pieces. 1

Tensile Test—
Tons per square inch ..

Extension per cent

Cold Bending Test—
Angle before fracture ...

Dates when Inspected|...... .&&=4

PARTICULARS OF OTHER TESTS APPLIED TO CASTINGS :—

Fee (if any chardeable) £ o To be paid wt

* |f of wrought iron, state whether piled bars or scrap. If of steel, statc whether made by the Open Hearth process.
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