ol [ ; For the information of Surveyors and the Committee only.

at Office

. Tlopd's iRegmter of %hxmang

(Report on Vessel No............... Port Cay

No.f3 SHIP FORGINGS OR CASTINGS.

I have to report that the undermentioned Ixepxp¥xSteel Fordinds or
xrstiengs, manufactured by N.V.Pekelder Machine Fabriek
0f OQude Pekela. for the Vessel No.164. ., beind built
bysScheepswerf"Gideon"J JKoster Hzn/ of Groningen .
have been inspected by me as set forth below and found to be, so far as can

be seen, free from defects

The words FORGINGS or CASTINGS, IRON or STEEL, should
be struek out as may be required.

Mark on Forgings mXCRstms.

JLiopd's
Groningen,31th of January,1938.

By s . c=
L.¥. 28-1-38, W .

—— head, tille;'

| STERN FRAME. | RUDDER §§f STEM.
: 5 l | and sparet e
Material® . /. pilemens Martin steel .
How made ; Forged i PR
If annealed | : J Ml e el
Dimensions : ’ | as per plan ¥
‘ |
Progress on Inspection ... |machined. o
| ‘ f‘
Date when Inspected }\ | 18-1-1938......
CASTINGS.
Tests on Standard Test
Pieces.

Tensile Test— 1

|
|
|
|
Tons per square nch fi
|

28..tons. . v

Extension per cent, ...

Cold Bending Test—
Angle before fractore

Drop Test—
Height from ground ..
Hammering Test—

1f made according to Rules | |
and found satisfactory ... | |

SKETCHES OF FRAMES SHOWING POSITION AND DESCRIPTION':OF WELDS OF FORGINGS,

Fee (if any chardeable) £ s 3
To be paid at

* If of Iron, state whether scrap or puddied iron. if of Steel, state whethar madeiop the \’Zpsn.Hearth'prnce.\-s.

3m,11,37. T. \I\J”Z-" ml?b, a



