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the undersigned Surveyor to this Society did at the request of

Messrs.leutasche RShrenwerke A.G.,%erk "ilheim of Hilheim/Ruhx
test and inspect on the 22nd and 29th ¥ay, 7th June and 3rd
August 1974 at their works the undermendiioned lapwelded Siemens-
faxtin Steel masts, ordered by ?aasra. Cantieri Riuniti dell’
Adriaticy of Monfaloones

S8 L fiaostion.

b mas%s.045603545352$$470mm outs.diam. 8,5x7,5 mm thickness
of shell, 1%.800 mm of length,

1 mast...+560x5452525x470mn outs.diam. 5,5x7,5 mm thickness
of shell, 13.790 mm of length.

Resulte of tests.

Sample Ho. Tensile ten. in kg.pseg.mm. Flongation in 200 mam

sanple 1 39,4 30 ,0%

. sample 1 39,8 17,0%

- sample 3 39,5 28, 0"'
sample 3 38,6 18,07

sample 11 42,3 25, Oﬁ

d semple 11 40,6 12, 0%
8 taqplc 15 42,4 24 0%

al sample 21 41,1 3G,0%

sample 21 3847 13,0%

" Bend tests satisfactory.

The masts habe been inspected in finished condition and the welds
examined and were found s¢ far as can be ween, sound and free
from surfuce defects.

Identification marks: L.Re J.8.H. No. 37-38 3.8.34. g

This certificate does not guarantee that the scantlings given in {
-ﬁh& apacifioation are in accordance with the requirements of the .
Sp0de ‘g Rules for the vessel for which tha; are destined.

h e the Commlbbee% of the %ocleby use their best endea\ ours to ensure that bhe functions of the boclety are properly

a @E\&ﬂ p(i% &tat neither the Society nor any Member of any of its Committees-is under any circumstances
ver, U any inaccuracy in any report or certificatc issucd Ty the Some its/Smweyors, of in any
: § Register Book or other pu%camon of the Society, or for any error of judgment, defaul ot igenog Hf anly of its

¢ 1e Surveyors, or other Officers or Agents of the Society.”
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