For the information of Surveyors and the Committee only.
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Stcderlocol 241017
STERN FRAME. RUDDER FRAME. STEM.
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CASTINGS.

Tests on Standard Test
Pieces.
Tensile Test—
Tons per square inch

Extension per cent. ...
Cold Bending Test—

Angle before fracture
Drop Test—
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and found satisfactery ... |

SKETCHES OF FRAMES SHOWING POSITION AND DESCRIPTION OF WELDS OF FORGINGS.
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* If of Iron, state whether scrap or puddled Iron. If of Steel, state whether madc on the Open Hearth process.
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