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No.45H¢.  ENGINE FORGINGS ORGRSTHNEx

I have to report that the Forgdingds SRERRERYS, .5 herein described, manwjactured
by Mesers. Bochumer Verein of Bechum
for the Engines No.BWAOk being constructed by Messrs.Barclay,Curle & Co.
for the Ship No. ..., being built by
of

have been inspected by me as set forth below, and found to be, so far as can

may be required.

The words FORGINGS 0y CASTINGS should be struck out us

be seen, sound and free from defects. These have been despatched to

Diigse ldorf 24th August 1927.

mm THRUST SHAFT. INTERMEDIATE SHAFT. | TUBE SHAFT.
| |
'1 eonnect.rod ,
ERAENGRXARKLEL ‘ SCREW SHAFT.

Jeks za‘a.zv.

Material* .. .. Annesaled Siem.Mart. Ingoet Steel . .. ...

How made ... ’
If Annealed...
Dimensions,Forgings‘i......,....,.. &

Weight, Castings

Progress on |
Inspection { ... Tough. tnrmd i

Tests on Standard ‘ 19
Test Pieces. s 79

Tensile Test—
"~ Tons per square inch ..

i . |
Extension per cent \ ............................... 31'9 ............ s s |

Cold Bending Test— |

Angle before fracture ‘ mo qugbﬁd ool e e e L e e B S S, S

Dates when Inspected;;_,_. L R i e )

PARTICULARS OF OTHER TESTS APPLIED TO CASTINGS:i—

Fee Gf any chargeable) £ To be paid wt Diigsssldorf.

* If of wrought iron, state whether piled bars or scrap. I of steel, state wnet/,@I made by the Open Hearth process.

5m,11,28. W2iq-0118




