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I have to report that the Forgind sSOXXTHEXREXE as herein described, manufactured

byMessrs. Dortmunder Unien . of. Degtmund

for the Engines No. 00 _ being constructed by Messrs.Barclay,Ourle & Co.
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of laggo for the Ship %‘n ley" being built by

Messrs.Barclay,Curle & Ce. e of .. Whiteinch

have been inspected by me as set forth below, and found to be, so far as can

may be rvequired.
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be seen, sound and free from defects. These have been despatched to
GRasgow..
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