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: Llopd's Repister of bemxmg
g _ (Report on Vessel No... (5 5 4(} . )
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v{gNo. CASTINGS.
)
gg I have to report that the wundermentioned ZaotkorxSteel XRRENRPXEK
;g Castings, manufactured by Messrs. E. opling & Sons “td. _
§§ of _ Sunderland, . _______ for the Vessel No.1238 . bemg bmtt
Eg by Messrs. Cochrane & Sons Ltd, Lo Belby. . .
g have been inspected by me as set forth below and found to be, so fwr as can
§ be seen, . .. _sound .
s Dospatchdd b6 Baasbe. Biiti &8s TS,
. _Walkergate,
Mark onWasf@ngs
Llopv’'s .
No. 1396 '
/{é’ 7.7441
i 4, ' 1m0 Sundg ban%
W mm
Material® Steel C ..‘lii,.{l.aga
How made Elqct;ri,: Furnace.
If sppealed .. .o ......Beat Treated. ;
Dimeasions el R e attarn.
Progress on Iuspection ... Rough Dnessed,
Date when Inspected } 407041, Y0
CASTINGS. Test Nos,
Tests on Standard Test 475
Pieces.
Tensile Test—
Ultimate Tensile.
Tlons per sq. in.... é 30,0 s
Yield Point. |
Toms POr 8Q. Al.... ool i b |
Extension per cent 3
xon_ o P _____ inches .. 1 S 56‘ ..................................
Red. of Area 9, ... v
Cold Bending Test—
Angle befors fracture canfrremesn m°
Drop Test— |
Helght from ground .. !&f‘ﬁ .
Hammering Test— ‘ :
1f m :no;om:ogules } Hidhaoee Mg i e e s e

SKETCHES OF FRAMES SHOWING POSITION) AND : DESCRIPTION OF WELDS OF FORGINGS.

11l ewts, 3 ars, 16 1bs,

Fec (if any chardeable) £ MGNTHLY Aic
To be paid at )

* If of lron, state whether scrap or pudidled Iron,
5m,1138. T.




