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NoZ72772/ ENGINE FORGINGS-OR CASTINGS.

I have to report that the Iron or Steel Forgings-or Castings, as herein described,

manwfactured by /7/%1///7/ ///%/Z//;, ///éé/ % & %; of .. W/fdr/

for the Engines No. /< being constructed by /%u%(/t/ Mfé /% é,, /L//ﬂ/

of for the Ship No. , being built by
of

have been inspected by me as set forth below, and found to be, so far as can

may be required.

be seen, J//’Zﬂf//

The wordes FORGINGS or CASTINGS, IRON or STEFEL, should be strucl: out as

Mark on Forgings-or Castings.
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CRANK SHAFT.

STRAIGHT SHAFTING.
THRUST SHAFT. INTERMEDIATE SHAFTS. PROPELLER SHAFT.
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Inspection |

Tests on_Standard F e

Test Pieces.

Tensgile Test—
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PARTICULARS OF OTHER TESTS APPLIED TO CASTINGS :

Fee Gif any chardeable) £

To be paid at

* |f of iren, state whether scrap or puddled iron. If of steel. state whether madelon the Open Hearth process.
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