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Parkhead Forge Rolling Mills
. and Steel Works, "

Glasgow,  ceus o0 191

TO..,,...lo-.ar.s..».T,he Great Central Co-operative Rngineering and

—..3hip Repalring Company, Limited. - Grimgdby. .-

SMEN GRS S oL bt e R S R St el e e e L
I 1 DIMENSIONS.

| ! Il
Date of | Order Boiler | ... . ‘ =
: U = 7 | Test Nos. | DESCRIPTION, ' Internal Leneth | Thick-
Order. No. No. ‘ fio Al 2 |
‘ ! ‘ {| Diameter. | Over all | ness.

e . ‘ i v

13/3/16 . 5,54.__.w}ig_.__._.,._,:r_h,ge,...._./m_ mild steel lape %.5.1;9*; 6 B*p_gu.a/‘n
| | 564A ' ~welded plain marine ;‘ |

| | 864E T - boiler furnaces, flanged . |

B ,;f_.____.,____mi..t.h,_...Ashlin withdrawable |

| j - back ends, and recessed

JNHWHHLQW . et L furnagemholag,mandufinigheﬁm

l' | ,
}‘ | all in aceordanace with sketeh .

and templates..

i i
e
| : H

Tested and Inspected by.. L1OYDS -

Representatives at our Parkbead Works, and Material and Workmanship found satisfaclory.
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