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gg [ have to report that the u,ndermenz‘mnen’ Iron oer-Steel Forgings or
§§ Ca&tmg& manufactured by éw« O/M’GA. J 2om 2CA-
5; Z for th,e T/'Ps'seé No. 894 , being built
4 by . A aé /Ve/{m t fm»—ae M

§§ have been inspected by me ds set forth below and found to be, so jar as can
§ be seen, W .
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f STERN FRAME. ; RUDDER FRAME. STEM.
e | -
Material* OB s /‘/01—% L A e e
How made - o ; | /"—é’“{
If annealed | , i
Dimgnsions : At B[]t dha .
Progress on Inspection l L 7;17“} o ,Zyad‘a? .
Date whan Inspected z 1 P ’3 /
CASTINGS. | |
Tests on Standard Test ‘
Pieces. , 1

Tensile Test—
Tons per square inch

Extension pér cent. ...

Cold Bending Test—

Angle before fracture - ! e Nes i gy :
Drop Test— :
Height from ground .. i
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Hammering Test—

1f made according to Rulab ! b
and found satisfactory . |
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SKETCHES OF FRAMES SHOWING POSITION AND DESCRIPTION OF WELDS OF FORGINGS.
N ;

Fee (if any chardeable) £
' To be paid at

S of Iron, state whether scrap or puddled Iron. If of Steel, state whether made on the Open Hearth proeess.
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